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MARMON RETAIL SERVICES ASIA 
LONGTANG DISTRICT, WU GUISHAN,ZHONGSHAN,  
GUANG DONG PROVINCE, CHINA 
 

The following samples were submitted and identified by/on behalf of the client as: 

Please see remark in 6
th
 – 7

th
 pages 

Style/Item No.   : Please see remark in 6
th
 – 7

th
 pages 

P.O. / Ref. No. : T-Q-06-009 

Buyer : WEBER STEPHEN PRODUCTS LLC 

Supplier : MARMON RETAIL SERVICES ASIA(中山市立达金属制品有限公司) 

Country of Origin    : CHINA 

Country of Destination : EUROPE, UNITED STATES 

Test Purpose : TEST FOR ACCESSORY 2014 

Sample Receiving Date   : JUL 02, 2013 

Further Information Date : JUL 15, 2013 

Testing Period   : JUL 02, 2013 TO JUL 16, 2013 

 

Test Requested Conclusion 

1. Client’s Requirement – extractable heavy metals content PASS 

 
******** FOR FURTHER DETAILS, PLEASE REFER TO THE FOLLOWING PAGE(S) ******** 

 
Signed for and on behalf of 
SGS-CSTC Standard Technical Services Co., Ltd. 
Shenzhen Branch-Toy laboratory 

 
________________________ 
Feng Shaohong, Jessica 
Senior Technical Manager 
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Results: 
      
1. Weber Metal Gill Extractable Heavy Metals Content Test 
  

Method: Sample was prepared in 250ml 4% acetic acid at 22±2°C for 24hours 
Analysis was performed by Inductively Coupled Plasma Mass Spectrometer (ICP-MS) 
  

Result(s) 

1 Test Item(s) 

1
st
 cycle 2

nd
 cycle 3

rd
 cycle 

Client’s 
Limit 

Cr <0.01 <0.01 <0.01 -- 

Ni <0.01 <0.01 <0.01 -- 

Cu <0.01 <0.01 <0.01 -- 

Hg <0.01 <0.01 <0.01 -- 

Cd <0.01 <0.01 <0.01 -- 

Pb <0.01 <0.01 <0.01 -- 

Solution 
Concentration 
(mg/l) 

Sb <0.01 <0.01 <0.01 -- 

Cr ND ND ND 0.4 

Ni ND ND ND 0.1 

Cu ND ND ND 0.5 

Hg ND ND ND 0.1 

Cd ND ND ND 0.005 

Pb ND ND ND 0.02 

Extractable 
Heavy Metal 
(mg/dm

2
) 

Sb ND ND ND ND 

Test Surface Area (dm
2
) 0.30 -- 
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Result(s) 

2 Test Item(s) 

1
st
 cycle 2

nd
 cycle 3

rd
 cycle 

Client’s 
Limit 

Cr <0.01 <0.01 <0.01 -- 

Ni <0.01 <0.01 <0.01 -- 

Cu <0.01 <0.01 <0.01 -- 

Hg <0.01 <0.01 <0.01 -- 

Cd <0.01 <0.01 <0.01 -- 

Pb <0.01 <0.01 <0.01 -- 

Solution 
Concentration 
(mg/l) 

Sb <0.01 <0.01 <0.01 -- 

Cr ND ND ND 0.4 

Ni ND ND ND 0.1 

Cu ND ND ND 0.5 

Hg ND ND ND 0.1 

Cd ND ND ND 0.005 

Pb ND ND ND 0.02 

Extractable 
Heavy Metal 
(mg/dm

2
) 

Sb ND ND ND ND 

Test Surface Area (dm
2
) 6.28 -- 
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Result(s) 

3 Test Item(s) 

1
st
 cycle 2

nd
 cycle 3

rd
 cycle 

Client’s 
Limit 

Cr 0.024 0.018 0.013 -- 

Ni <0.01 <0.01 <0.01 -- 

Cu <0.01 <0.01 <0.01 -- 

Hg <0.01 <0.01 <0.01 -- 

Cd <0.01 <0.01 <0.01 -- 

Pb <0.01 <0.01 <0.01 -- 

Solution 
Concentration 
(mg/l) 

Sb <0.01 <0.01 <0.01 -- 

Cr 0.002 0.001 ND 0.4 

Ni ND ND ND 0.1 

Cu ND ND ND 0.5 

Hg ND ND ND 0.1 

Cd ND ND ND 0.005 

Pb ND ND ND 0.02 

Extractable 
Heavy Metal 
(mg/dm

2
) 

Sb ND ND ND ND 

Test Surface Area (dm
2
) 3.86 -- 

 
 



           Test Report No.: SZTY1307030292LP      Date: JUL 12, 2013 Page 5 of  9 
 

 

 
 
Specimen Description: 

1. Silvery metal strip 

2. Silvery metal tray shaped cooking grate 

3. Silvery metal net shaped cooking grate 

 
 
Note: - < = less than 

 - mg/l = milligram per liter 

 - mg/dm
2
 = milligram per square decimeter 

 - dm
2 
= square decimeter 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit = 0.001 mg/dm
2
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Remark: 
 

Buyer Supplier Item Description / Item Number 
Affect 
Part 
Number 

Part Description Component 

WEBER 
STEPHEN 
PRODUCTS 
LLC 

LEADER, 
Marmon 
Retail 
Services Aisa 

Vertical Grill Rack w/8 Skewers                   
WO  SS (Item#: 7615) 

(i) 85152 
(i) SKEWER 
VERTICAL 
GRILL 

--- 

WEBER 
STEPHEN 
PRODUCTS 
LLC 

LEADER, 
Marmon 
Retail 
Services Aisa 

Vertical Grill Rack w/8 Skewers                 
WO  SS (Item#: 7615) 

(ii) 85154                     
(iii) 85155                    
(iv) 85156 

(ii) SUPPORT 
LHS VERTICAL 
GRILL                                       
(iii) SUPPORT 
RHS VERTICAL 
GRILL      (iv) 
GRILL 
VERTICAL 
GRILL 

--- 

WEBER 
STEPHEN 
PRODUCTS 
LLC 

LEADER, 
Marmon 
Retail 
Services Aisa 

Vegetable basket w/frame for 
VGR WO SS   (Item#: 7616) 

(i) 85158                     
(ii) 85159 

(i) FRAME 
BASKET 
VERTICAL 
GRILL                                                                                           
(ii) BASKET 
VEGETABLE 
VERTICAL 
GRILL 

--- 

WEBER 
STEPHEN 
PRODUCTS 
LLC 

LEADER, 
Marmon 
Retail 
Services Aisa 

Drumstick rack for VGR WO SS        
(Item#: 7617) 

85183 
SHELF 
VERTICAL 
GRILL 

--- 

WEBER 
STEPHEN 
PRODUCTS 
LLC 

LEADER, 
Marmon 
Retail 
Services Aisa 

Essentials Collapsible Poultry 
Roaster (Item# 6689) 

85387 
POULTRY 
ROASTER OPP 
WO 14 

--- 

WEBER 
STEPHEN 
PRODUCTS 
LLC 

LEADER, 
Marmon 
Retail 
Services Aisa 

Rib Roast Rack WS SS (Item#: 
6727) 

(i) 85295                           
(ii) 85185 

(i) FRAME ASSY 
GRILLING RACK 
WS 14                                                                                    
(ii) RACK 
GRILLING WS 
14 

                                                       
(i) 85280                                                  
(ii) 85281                                                  
(iii) 85282                                                 
(iv) 85283             
(v) 85285                                            
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Material Specification Trader Name Raw Material Supplier Name 

(i) Shaft: SS304; #4 Polish; thk. 0.008 ± 
0.005"[2.24 ± 0.13mm] x 0.220 ± 0.005" 
[5.59 ± 0.13mm]  / (ii) Handle: SS304; #4 
Polish; thk. 0.060 ± 0.005" [1.52 ± 
0.13mm] 

(I) HONG QI (ZHONG SHAN) 
METAL PRODUCTS 
CO.,LTD 
(ii) SHIKAREE STAINLESS 
STEEL SEISEN CO.,LTD 

(i) QING DAO POHANG 
STAINLESS STEEL CO.,LTD.                                                 
(ii)  YIEH HSING ENTERPRISE 
CO .,LTD. 

(iii) SS430; Finish: 2B; Wire: [Ø0.172 
±  0.005" [Ø4.37 ±  0.13mm]  /                                                                                    
(iv) Wire: [Ø0.313±  0.005" [Ø7.94 
±  0.13mm];       

SHIKAREE STAINLESS 
STEEL SEISEN CO.,LTD. 

YIEH HSING ENTERPRISE 
CO .,LTD. 

(i) SS430; Finish: 2B; Wire: [Ø0.172 
±  0.005" [Ø4.37 ±  0.13mm]; Finish: 
Electro-polish + Passivation  /                                                 
(ii) SS430; Finish: #4 Polish; thk. 0.036 ± 
0.003" [0.91 ± 0.08mm]               

(i) SHIKAREE STAINLESS 
STEEL SEISEN CO.,LTD                                       
(ii) HONG QI (ZHONG 
SHAN) METAL PRODUCTS 
CO.,LTD 

(i)  YIEH HSING ENTERPRISE 
CO .,LTD.                            (ii) 
SHANG HAI KRUPP STAINLESS 

SS430; Finish: 2B; [Ø0172 ±  0.005" 
[Ø4.37 ±  0.13mm];                                    
Finish: Electro-polish + Passivation 

SHIKAREE STAINLESS 
STEEL SEISEN CO.,LTD. 

YIEH HSING ENTERPRISE 
CO .,LTD. 

(i) Wire: SS430; Ø0.157±0.005 
[4.00±0.13mm]                                      (ii) 
Logo Plate: thk.: 0.047±0.003" 
[0.80±0.08mm] / Finish: Electro-polish + 
Passivation 

(i) SHIKAREE STAINLESS 
STEEL SEISEN CO.,LTD                                       
(ii) HONG QI (ZHONG 
SHAN) METAL PRODUCTS 
CO.,LTD 

(i)  YIEH HSING ENTERPRISE 
CO .,LTD.                              (ii) 
SHANG HAI KRUPP STAINLESS 
/ Baoxin Stainless 

(i) SS430; Finish: #4 polish; thk. 0.039 ± 
0.004" [1.00 ± 0.10mm]      (ii) SS430; 
Ø0.217 ± 0.005" [Ø5.51 ± 0.13mm]                                                                      
(iii) SS430; Head of rivet to have Satin 
Finish; Grip Range: 0.063 - 0.125 [1.63-
3.18]; Hole Size: Ø0.167 [4.24]                                         

(i) HONG QI (ZHONG SHAN) 
METAL PRODUCTS 
CO.,LTD               (ii) 
SHIKAREE STAINLESS 
STEEL SEISEN CO.,LTD                     

(i) SHANG HAI KRUPP 
STAINLESS                                  
(ii) YIEH HSING ENTERPRISE 
CO .,LTD. 
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Sample Photo:  
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SGS authenticate the photo on original report only 

 
 

*** End of Report *** 
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