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KING SHAN WIRE CO., LTD 
NO.16,XINGREN RD, DANSHUI DIST, 
NEW TAIPEI CITY 25171, TAIWAN 
 
This test report is to supersede test report number SZTY1210048642LP. 
 

The following samples were submitted and identified by/on behalf of the client as: 

Name of Product/Item : please see remark in 3
rd

 page 

P.O. / Ref. No. : TT-P-10-001 

Test Purpose : FOOD CONTACT TEST FOR OCT. 2012 

Buyer : WEBER-STEPHEN PRODUCTS LLC. 

Supplier : KING SHAN WIRE CO.,LTD 

Country of Origin    : TAIWAN 

Country of Destination : UNITED STATES 

Sample Receiving Date   : OCT 12, 2012 

Testing Period   : OCT 12, 2012 TO OCT 18, 2012 

 

Test Requested Result 

1. As specified by client, to determine extractable heavy metals content in 
submitted samples in accordance with the client’s requirement 

PASS 

 

 
******** For Further Details, Please Refer to the Following Page(s) ******** 

 
 
Signed for and on behalf of 
SGS-CSTC Ltd. 

 
________________________ 
Feng Shaohong, Jessica 
Senior Technical Manager 
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Results: 
      
1. Weber Metal Gill Extractable Heavy Metals Content Test 
  

Method: Sample was prepared in 250ml 4% acetic acid at 22±2≡C for 24hours 
Analysis was performed by Inductively Coupled Plasma Mass Spectrometer (ICP-MS) 
  

Result(s) 

1 Test Item(s) 

1
st
 cycle 2

nd
 cycle 3

rd
 cycle 

Client’s 
Limit 

Alias No.  1 1 1 -- 

Tracing No.  1 1 1 -- 

Cr 0.020 0.020 0.020 -- 

Ni 0.040 0.031 0.034 -- 

Cu 0.233 0.090 0.045 -- 

Hg <0.01 <0.01 <0.01 -- 

Cd <0.01 <0.01 <0.01 -- 

Pb <0.01 <0.01 <0.01 -- 

Solution 
Concentration 
(mg/l) 

Sb <0.01 <0.01 <0.01 -- 

Cr 0.005 0.005 0.005 0.4 

Ni 0.010 0.008 0.008 0.1 

Cu 0.056 0.022 0.011 0.5 

Hg ND ND ND 0.1 

Cd ND ND ND 0.005 

Pb ND ND ND 0.02 

Extractable 
Heavy Metal 
(mg/dm

2
) 

Sb ND ND ND ND 

Test Surface Area (dm
2
) 1.03 -- 
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Specimen Description: 

1. Silver metal cooking grate 

  
Note: - < = less than 

 - mg/l = milligram per liter 

 - mg/dm
2
 = milligram per square decimeter 

 - dm
2 
= square decimeter 

 - ND = Not Detected (lower than MDL) 

 - MDL = Method Detection Limit = 0.001 mg/dm
2
 

  
Remark: 
 

Description Accessory Part Replacement Components 

88157 

88728 

SHISH KABOB SET   6405   88729 

RIB RACK   6406   88711 

ROAST HOLDER   6407   88721 

WEBER ORIGINAL SMALL ROAST HOLDER   6429   91847 

RIB/ROAST HOLDER NESTING - WO   6469   85112 

POULTRY ROASTER NESTING  - WO   6482   85120 

88750 

WEBER ORG GRMET BBQ SYS SEAR GRATE SET   7420   88751 

88750 

WEBER ORIG GOURMET BBQ SYS HINGED GRATE   8835   88751 

3632 

WARMING RACK SLVR A/350/500 '10 7512 88719     

6 WARM-UP BASKET GOLD/PLAT '10   88726     

WARMING RACK Q320 6512 42971 80463   

SKEWERS PKG OF 8 EURO   8402   88730 

WEBER ORIGINAL POULTRY ROASTER   6428   88717 

RACK WARMING PLATED SPIRIT 210 13       83200 

WARMING RACK 3B PLTD SPIRIT 10       88753 
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Sample Photo:  

 
 

 
 
 

SGS authenticate the photo on original report only 

 
 

*** End of Report *** 
 


